
AN\~~ EX P L 0 RAT I 0 •'-', INC. 
4704 HARLAN STREET • DENVER. COLORADO 80212 

INTER-OFFICE MEMORANDUM 

susJECL Results of Cu-Mo Geochemical Ana lyses of DATE January 5, 1978 
Bedrodk Samples Grand View Project LH Holes 

TO, G/T Files cc: J. E. Deymonaz 
Ken Lovstrom 

FROM, H. D. Pilkington 

iJ T Hole # De~th (m) Lithology Geochem Sam~le 
~pm 

# Cu Mo 

844-3 61 l atite A-65024 6 3 
4 68 l a tite A-65017 8 4 
5 82 latite A-65016 6 2 
5 99 l a tite A-65018 6 2 

12 51 latite A-65005 4 3 
15 64 tuff A-65006 4 2 
16 55 tuff A-65015 4 <l 
18 68 tuff A-64021 12 l 
18 98 tuff A-65023 12 2 
21 95 vitrophyre A-65025 4 2 
23 82 latite A-65012 6 4 
26 92 vi trophyre A-65009 6 3 
27 64 tuff sed A-65002 8 l 
28 34 l atite A-65010 6 4 
29 61 claystone A-65020 4 3 
30 68 basalt A-65003 60 <l 
30 76 basalt A-65013 52 <l 
31 30 l atite A-65019 4 3 
32 34 latite A-65011 4 3 
33 68 l atite A-65008 4 2 
35 61 basalt A-65022 64 <l 
37 45 basalt A-65001 32 l 

. 38 24 basalt A-65014 46 3 
39 55 vitrophyre A-65004 4 (l 
40 55 latite A-65007 6 l 

HDP:d 


